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Nanoparticle dispersion in disordered porous
media with and without polymer additives†

Firoozeh Babayekhorasani,a Dave E. Dunstan,b Ramanan Krishnamoorti*ac and
Jacinta C. Conrad*a

In purely viscous Newtonian fluids, mechanical mixing of the fluid stream as it moves through an

unstructured porous medium controls the long-time dispersion of molecular tracers. In applications

ranging from environmental remediation to materials processing, however, particles are transported

through porous media in polymer solutions and melts, for which the fluid properties depend on the

shear rate and extent of deformation. How the flow characteristics of polymer solutions affect the

spreading of finite-sized particles remains poorly understood – both on the microscopic scale as local

velocity profiles, and on the macroscale as dispersion. Here, we show across a range of flow rates and

disordered porous media configurations that the long-time transport coefficients of particles flowed in

water, in a viscous Newtonian fluid, and in a non-Newtonian shear-thinning polymer solution collapse

onto scaling curves, independent of the fluid rheology. Thus the addition of polymer does not impact

nanoparticle dispersion through disordered porous media.

Introduction

Control over transport of nanoparticles in polymer solutions
flowed through highly confined porous media is required
to deliver drugs and diagnostics,1,2 to safely produce hydro-
carbons,3 and to process polymer nanocomposites.4,5 In purely
viscous Newtonian fluids, the long-time spreading of particles
flowed at high shear rates through a porous medium is con-
trolled by mechanical mixing of the fluid stream.6,7 By contrast,
the effects of viscoelasticity arising from the presence of poly-
mers at high concentrations on particle spreading in confined
flows of non-Newtonian fluids8–14 through either microscopic
particle flow profiles or macroscale particle transport measures
remains poorly understood.

In Newtonian fluids flowed through a disordered porous
medium, molecular diffusive processes control the long-time
(asymptotic) dispersion of molecular tracers6,7 in both the axial
and transverse directions when advection is weak compared to
diffusion; similarly, advective processes due to the stochastic
velocity field coupled to diffusion control dispersion in the

opposite limit, when diffusion is weak compared to advection.6,7

The disordered structure of the medium generates uniform
mixing, enabling the tracers to sample all positions within the
bed.6 The pore-scale velocity profiles reflect the spatial hetero-
geneity of the medium15 but do not affect long-time dispersion
in the mechanically-mixed regime.16 The importance of uniform
mixing is emphasized through comparisons to geometrically
ordered (periodic) porous media, in which particles can exhibit
deterministic trajectories17,18 and local coupling between
diffusive and advective transport on short time and length
scales alters dispersion.19

In non-Newtonian fluids, such as semi-dilute and concentrated
polymer solutions, additional mechanisms that may affect
particle dispersion arise from the interplay of the fluid rheology
and spatial confinement within a disordered (non-periodic) pore
network that does not exhibit long-range order. The converging–
diverging pore structure imposes deformations that typically
include both shear and elongational components, thus generating
complex flows.20 When the rate of shear-imposed deformation _g is
less than the characteristic relaxation rate 1/l of the fluid, as
quantified by the Weissenberg number Wi = l_g o 1, Darcy’s law
can be used with the time-dependent effective viscosity of the non-
Newtonian fluid. At higher shear rates, however, the pressure
gradient does not necessarily change linearly with the flow velocity
and contrasting effects are reported for the flow characteristics
of non-Newtonian fluids. In several studies, non-Newtonian
flow through a narrow channel generates novel phenomena.
As one example, the velocity profile of a non-Newtonian power-
law fluid flowing through a straight channel exhibits deviations
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from the Poiseuille equation that depend on the power law
exponent.21 Furthermore, nonlinearities arising in the flow of
viscoelastic fluids through very narrow channels can manifest as
elastic instabilities, such as those seen near cylinders confined
within a microchannel.8 These fluid instabilities typically couple
with the microscale confinement experienced by the viscoelastic
fluid to enhance both velocity and stress fluctuations, which
in turn are proposed to generate, e.g., elastic turbulence.12–14

Conversely, when the channel or pore size is sufficiently small,
flow through a porous medium can break the non-Newtonian
characteristics of yield stress or shear thinning fluids.22,23 In this
scenario the deformation imposed by the pore network effec-
tively averages out the non-Newtonian properties of the fluid.
Which of these effects governs the dispersion of particles that
are suspended in shear-thinning polymer fluids and flowed
through disordered porous media is not known.

Using as a model porous medium disordered (non-periodic)
packed beds of sintered micron-sized glass spheres, here we
show across a range of flow rates and pore configurations that
the long-time longitudinal and transverse dispersion coefficients
of particles flowed in water, in a mixture of glycerol and water,
and in a shear-thinning semidilute solution of partially hydro-
lyzed polyacrylamide collapse onto scaling curves, independent
of the fluid rheology. This result contrasts to previous studies in
periodic ordered media, where the non-Newtonian characteristics
of a semidilute polyacrylamide solution dramatically enhanced
the transverse dispersion.14 Our study suggests that the rheology
of semidilute and concentrated polymer shear-thinning solutions
alone cannot be used to control spreading of particles. Instead,
solution rheology must be coupled to regular periodic (geometric)
order within the porous medium to modulate the particle
dispersion.

Results and discussion

To determine the effect of macromolecular additives on
the transport of nanoparticles in highly confined and dis-
ordered (non-periodic) media, we formulated two solutions:

a Newtonian 90/10 w/w mixture of glycerol and water, and a
non-Newtonian solution of aqueous 0.1 wt% partially hydro-
lyzed polyacrylamide (HPAM) of weight-averaged molecular
weight Mw = 8 000 000. Using the overlap concentration of the
polymer c* = 0.016 wt%, the normalized polymer concentration
is c/c* = 6.25, so that that the HPAM solution is semidilute but
not entangled.24 The HPAM solution is viscoelastic (Fig. 1): the
frequency-dependent elastic and viscous moduli are of similar
order of magnitude, and the solution exhibits strong shear-
thinning. Its viscosity at zero shear rate [2.7 Pa s�1] is an order
of magnitude larger than that of the glycerol–water mixture
[0.11 Pa s�1]; at a shear rate of _gE 1.6 s�1, however, its viscosity
equals that of the glycerol–water mixture.25 The linear dynamic
oscillatory rheology (viscous and elastic moduli as a function of
frequency) and the steady shear rheology (viscosity as a func-
tion of shear rate) obey an empirical Cox–Merz rule (Fig. 1(b),
inset).26 Fluorescent polystyrene nanoparticles were added to
both solutions at a concentration of 2 � 10�3 wt% and tumbled
on a roll mill for up to 24 hours to ensure that the particles were
uniformly dispersed.

Borosilicate microcapillary cells of inner side length 0.7 mm
and length of 5 cm were packed with one of three different
sizes of beads: borosilicate glass microspheres of diameter
5.4 � 0.3 mm or 10.0 � 1.0 mm or soda lime glass microspheres
of diameter 30.1 � 1.1 mm. After sintering, the average porosity f,
average pore size dpore, and average confinement length lc of the
beds were characterized using two-dimensional confocal micro-
scopy. Particles suspended in HPAM solutions, in glycerol–water,
and in deionized water were flowed through the beds, imaged
with high-speed confocal microscopy at 110 frames per s, and
tracked over time using standard algorithms.27 By varying the
flow rate from 5 to 20 ml h�1 (accessing in different fluids Péclet
numbers of 2 � 101 o Pe o 3 � 105), we accessed flows in the
coupled diffusion–advection (6 o Pe o 72) and mechanically-
mixed (Pe 4 72) regimes.7

For a given fluid, the microscopic flow profiles do not depend
on the bed geometry (Fig. 2 and Fig. S3–S5, ESI†). At a fixed bulk
flow rate, the longitudinal (x) and transverse (y) distributions of
velocity for nanoparticles flowing through beds of varying bead

Fig. 1 Rheology of the HPAM solution. (a) Linear dynamic oscillatory shear-based elastic (G0) and viscous (G00) moduli as a function of the angular frequency
o. (b) Viscosity Z as a function of the steady shear rate _g. The line indicates a fit to the power-law (shear-thinning) function shown. Inset to (b): The complex
viscosity Z* (as a function of angular frequency o) and the viscosity Z (as a function of the steady shear rate _g) obey an empirical Cox–Merz rule.26
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size collapse onto scaling curves after normalizing by the average
bulk flow velocity vavg. Distinct curves are obtained for glycerol/
water (Fig. 2d and e) and for polymer (Fig. 2f and g) solutions. In
both types of fluids the longitudinal velocity distributions G(vx/vavg)
have exponentially-stretched positive tails, consistent with earlier
measurements of non-Gaussian velocity distributions from

simulation28 and experiment.15,29 In both types of fluids the
transverse velocity distributions G(vy/vavg) are non-Gaussian yet
symmetric about zero, indicating that particle mobility does
not have a preferred direction perpendicular to the bulk flow.

Similarly, the microscopic velocity distributions for the
glycerol/water and for the polymer solutions are independent

Fig. 3 Dependence of normalized velocity distributions on flow rate for glycerol/water and for polymer solutions. (a–d) Trajectories of nanoparticles
transported through porous beds with bead diameter of 5 mm at bulk flow rates of (a) 5, (b) 10, (c) 15, and (d) 20 ml h�1. Colors represent velocity variation
along the flow direction (vx). (e–h) Normalized distributions of longitudinal [G(vx/vavg), e and g] and transverse [G(vy/vavg), f and h] velocities for
nanoparticles in (e and f) a glycerol/water mixture (90 w/w%) and (g and h) an HPAM solution (0.1 w/w%; c/c* B 6.25) at an inlet flow rate of 5 (purple
circle), 10 (blue square), 15 (red triangle), or 20 (gold diamond) ml h�1 through a porous bed with bead diameter of 5 mm. The inlet flow rate does not affect
the normalized distributions of nanoparticle velocities for glycerol/water or for the polymer fluid.

Fig. 2 Dependence of normalized velocity distributions on pore size for glycerol/water and for polymer solutions. (a–c) Trajectories of nanoparticles
transported through porous beds with bead diameter (db) of (a) 5 mm, (b) 10 mm, or (c) 30 mm at an inlet flow rate of 5 ml h�1. Colors indicate the velocity
along the flow direction (vx). (d–g) Normalized distributions of longitudinal [G(vx/vavg), d and f] and transverse [G(vy/vavg), e and g] velocities
for nanoparticles transported in (d and e) a glycerol/water mixture (90 w/w%) and (f and g) an HPAM solution (0.1 w/w%; c/c* B 6.25) at inlet flow
rate of 5 ml h�1 through a porous bed with bead diameter of 5 mm (gold circle), 10 mm (blue square), or 30 mm (red triangle). The bead diameter and pore
size do not affect the normalized distributions of nanoparticle velocities for glycerol/water or for polymer fluids.
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of the bulk flow rate for a fixed bead size (Fig. 3 and Fig. S6 and
S7 in the ESI†). The scaling curves for the Newtonian glycerol/
water mixture and the non-Newtonian HPAM solution can
be superimposed for modest normalized velocities but diverge
for larger velocities (Fig. S9 in the ESI†), which appear more
frequently in the HPAM solutions. The increase in velocity
likely arises from coupling of the particle motion to segmental
dynamics in the polymer on short time scales.30

To connect the microscopic velocity distributions to macroscopic
dispersion, we calculate the time-dependent longitudinal dispersion

coefficients31 as DLðtÞ ¼
1

2

dsL2

dt
¼
Ð
CLðt 0Þdt 0, where CL(t) is the

autocovariance of the nanoparticle velocity vx(t) along the flow

direction (x), given by CLðtÞ ¼
PN
i¼1

vx;iðtÞ � vxh i
� �

vx;ið0Þ � vxh i
� �

,

and sL
2(t) is the second moment of the longitudinal particle

displacements. The time-dependent transverse dispersion coef-
ficient DT(t) is similarly defined. We normalize DL(t) and DT(t) by
the quiescent diffusivity of the nanoparticles measured in the
appropriate matrix fluid and porous medium, Dq, and the lag
time by the characteristic convective time scale, db/vavg. On
short time scales, both DL/Dq and DT/Dq increase with dimen-
sionless time t = tvavg/db as the particles are advected and mixed
by the flow in the porous medium (Fig. 4), consistent with the
idea that the pore-scale velocity affects the local flow behavior.16

Both ratios initially increase as power laws with t. On long time
scales, DL/Dq and DT/Dq are expected to approach an asymptotic
limiting value if the time domain of the correlation is smaller
than the residence time in the porous medium. For longitudinal
dispersion this time scale is set by convection and is typically
5 o t o 10 [ref. 31 and 32]. The time corresponding to
maximum longitudinal dispersion decreases approximately
linearly with increasing bead diameter (Fig. S10 and S11 in
the ESI†). Transverse dispersion approaches a local maximum
at a normalized time of tE 0.4 and decreases slightly on longer
time scales, approximately independent of the flow rate and
bead diameter (Fig. S10 and S11 in the ESI†); the slight decrease
on longer times reflects contributions from the slowest parti-
cles in strong confinement.33 The timescale is in reasonable
agreement with the asymptotic prediction,6 t4

ffiffiffiffiffiffiffiffiffiffiffiffi
1� j
p

� 0:8,
calculated using the average bed porosity jE 0.35 for different
beds. The different time-dependence of the longitudinal and
transverse dispersion coefficients arises from that of the velo-
city autocovariances: the transverse autocovariance is negative
over an intermediate time range, for beds composed of 5 mm
and 10 mm beads, whereas the longitudinal autocovariance
is strictly positive for all beds (Fig. S13–S15 in the ESI†).
Physically, one explanation for this difference is that a finite
fraction of particles that move around a bead particle gradually
reduce their transverse displacement after an initial increase

Fig. 4 Time dependent dispersion of nanoparticles in glycerol/water and polymer solutions. Normalized longitudinal (DL/Dq, a and c) and transverse
(DT/Dq, b and d) dispersion coefficients of nanoparticles in (a and b) a glycerol/water mixture (90 w/w%) and (c and d) an HPAM solution (0.1 w/w%;
c/c* B 6.25) as a function of normalized lag time (t = tvavg/db) through a porous bed with bead diameter of 5 mm. Colors indicate different flow rates:
5 ml h�1 (purple), 10 ml h�1 (blue), and 15 ml h�1 (red), and 20 ml h�1 (gold). Open symbols indicate the glycerol/water solution and closed symbols indicate
the HPAM polymer solutions. The insets in each panel show the same data on linear axes.
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(following streamlines around the sphere surface), generating a
negative autocovariance on intermediate time scales;31 by contrast,
the vast majority of particles are convected in the (positive) flow
direction, so that the longitudinal autocovariance remains positive.

From the limiting values of the dispersion ratios, we extract
the long-time asymptotic dispersion coefficients. Across the
range of bed particle diameters and flow rates accessed here,

the normalized longitudinal and transverse dispersion coeffi-
cients collapse onto master curves (Fig. 5) as a function of the
Péclet number Pe = vavglc/Dq (Tables S6–S8 in the ESI†). The
scaling collapse across different bead diameters and flow rates
for a given fluid supports the microscopic definitions of DL, DT,
and Pe employed here. The scaling collapse across the different
fluids indicates that the viscoelastic characteristics of the

Fig. 5 Scaling collapses for asymptotic longitudinal and transverse dispersion coefficients. (a) Normalized longitudinal dispersion coefficient (DL/Dq) and
(b) normalized transverse dispersion coefficient (DT/Dq) of nanoparticles in water, in a glycerol/water mixture (90 w/w%), or in HPAM solution (0.1 w/w%;
c/c* B 6.25) as a function of Péclet number Pe = vavglc/Dq, where the characteristic length scale is taken as the average confinement length lc. Dashed
line indicates a linear fit. (c) Ratio of longitudinal and transverse dispersions (DL/DT) as a function of Pe. Colors indicate the flow rate: (purple) 5, (blue)
10, (red) 15, or (gold) 20 ml h�1. Symbols indicate the bead diameter: (circle) 5 mm, (square) 10 mm, or (triangle) 30 mm. Open symbols indicate Newtonian
fluids (glycerol/water mixture or water) and closed symbols indicate the non-Newtonian polymer solution (HPAM). Error bars indicate the propagated
errors from the calculated values of DL and/or DT.

Fig. 6 Short-time dispersion exponents in glycerol/water and in polymer solutions. Power-law exponent of time-dependent longitudinal bL (a–c) and
transverse bT (d–f) dispersion coefficients in porous beds with bead diameter of (a and d) 5 mm, (b and e) 10 mm, and (c and f) 30 mm. Open symbols
indicate the Newtonian 90/10 glycerol/water mixture (G90) and closed symbols indicate the non-Newtonian polymer solutions (HPAM). Error bars
indicate errors associated with the fitting values for each parameter.
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polymer solution do not affect the dispersion of nanoparticles
flowed through disordered media. We posit that the non-periodic
structure of the packed bed effectively averages out any enhanced
fluctuations arising from the polymer fluid viscoelasticity; indeed,
the transverse mean-square displacements are strictly increasing
(Fig. S16 in the ESI†), in contrast to the oscillations reported
for particles in spatially periodic media in ref. 14. Both DL/Dq and
DT/Dq scale linearly with Pe, consistent with earlier results across a
similar range of Pe in random porous media. The ratio of the
longitudinal and transverse dispersion coefficients DL/DT varies
between 1 and 10. For the largest bead size (db E 30 mm) DL/DT

is approximately unity, showing that the particles uniformly
disperse in all directions. As the bed particle diameter is decreased
DL/DT increases slightly, consistent with preferential transport
along the longitudinal direction enhanced by confinement.19

The addition of the polymer does not affect asymptotic disper-
sion in the mechanically-mixed regime (after compensating for the
increased viscosity). On shorter time scales, however, differences
in the approach to asymptotic dispersion arise from differences in
the shear-rate-dependent fluid response. We fit power-laws to the
short-time limit in Fig. 4 (i.e. DL B tbL and DT B tbT) and extract
the scaling exponents bL and bT. The flow-rate dependence and
the magnitude of bL is similar for glycerol–water and HPAM
solutions, consistent with the idea that the evolution of long-
itudinal dispersion is related to the total distance traveled through
the packed bed (Fig. 6a–c).16 Similarly, the flow-rate dependence of
the transverse exponent bT for glycerol–water is similar across all
bed configurations (open symbols in Fig. 6d–f). By contrast, the
dependence of bT on flow rate becomes weaker as Wi is increased
(e.g. as lc is decreased) in the HPAM solutions (closed symbols in
Fig. 6d–f). The differences in the scaling exponents (and hence in
the time to reach asymptotic dispersion) may reflect coupling
between the dynamics of the particles and polymer chains
on short time scales,25 where advection is coupled to diffusive
mixing.7 Nonetheless, random mixing in the disordered porous
medium ensures that the viscoelastic characteristics of the poly-
mer solution do not affect the asymptotic dispersion coefficients.
This finding is in contrast to results reported for periodically-
ordered porous media, in which elastic effects in a viscoelastic
fluid enhance transverse dispersion.14 In that case, velocity fluctua-
tions enhanced by the fluid elasticity couple to the deterministic
lateral displacements17,18 arising from the periodic post structure.

Conclusions

We show that the long-time dispersion of particles suspended
in a viscous mixture of glycerol and water or in a viscoelastic
polymer solution and flowed through a disordered porous
medium is identical, independent of the fluid rheology.
Dispersion of particles suspended in polymer solutions in dis-
ordered porous media hence contrasts sharply to that observed in
structured media. In semi-dilute polyacrylamide solutions, for
example, elastic turbulence enhances velocity fluctuations.34 In
structured media (with geometrically ordered obstacles) this pro-
cess promotes streamline crossing and dramatically enhances

transverse particle dispersion,14 because the fluctuations are not
averaged out by the geometry of the medium. Indeed, the trans-
verse dispersion coefficient DT as a function of the Weissenberg
number [Fig. S17 in the ESI†] increases by less than an order of
magnitude across the Wi range probed in these experiments; this is
in contrast to the two-order of magnitude increase across a similar
range of Wi reported for periodic porous media.14 This comparison
highlights the critical role of the random mixing provided by
disordered porous media in suppressing enhanced velocity fluc-
tuations that arise due to the non-Newtonian solution rheology.
We expect that other changes in suspension properties that
enhance variations in velocity, such as increasing the concen-
tration of particles,35 may similarly increase dispersion.

The insensitivity of particle dispersion to the polymer
solution rheology affects the choice of fluids used in applications
demanding control over particle structure, dispersion, and trans-
port. In applications involving disordered porous media, such as
chromatographic separations36,37 or hydrocarbon extraction via
enhanced oil recovery,3 existing models for asymptotic disper-
sion in Newtonian fluids can be applied as-is to predict and
control particle transport. For these disordered media, changing
the fluid characteristics alone (without modifying the pore
arrangement and distribution) will not modify particle disper-
sion. Instead, fundamentally different strategies are required to
increase dispersion in applications for which particles must be
uniformly dispersed, as in 3-D printing of particle-laden polymer
resins38 or in processing of polymer nanocomposites.39 Here
particles suspended in polymer solutions and/or melts must be
transported through an ordered pore or channel structured
nozzles to ensure uniform dispersion. Hence we expect that
modulating the flow geometry, not the fluid rheology, is the
most promising route to tailor dispersion.

Materials and methods
Preparation of nanoparticle-solution dispersions

Fluoro-Max dyed red aqueous fluorescent polystyrene nano-
particles of diameter dNP = 400 nm at concentration of 1 wt%
were purchased from Thermo Fisher Scientific. Hydrolyzed
polyacrylamide (HPAM) polymer of weight-averaged molecular
weight (Mw) of 8 000 000 Da (FLOPAAM 3330) was provided by
SNF. The degree of hydrolysis was 25–30% as reported by the
manufacturer. We prepared an aqueous solution of HPAM in
deionized water with concentration of cHPAM = 0.1 wt%. We also
prepared a glycerol/water mixture at concentration 90 wt% of
glycerol (G90). Polystyrene nanoparticles were added to the
HPAM solution, to the G90 solution, and to deionized water
at concentration of 2 � 10�3 wt%. The nanoparticle-solution
dispersions were then tumbled on a roll mill for 6–24 hours to
ensure that all dispersions were fully homogenized.

Fabrication of porous media

Borosilicate capillary cells with square cross-section, inner side
length of 0.7 mm, wall thickness of 0.14 mm, and length of 5 cm
were purchased from VitroCom. Borosilicate glass microspheres
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with diameter of 5.4 � 0.3 mm and 10.0 � 1.0 mm and soda lime
glass microspheres with diameter of 30.1� 1.1 mm were purchased
from Thermo-Scientific. The square capillary was filled with
monodispersed glass particles to generate a 3D porous medium
of length 5 mm. The glass particles were slightly sintered to
remain stationary in the channel. Both ends of the square
capillary were attached to PTFE tubing with inner diameter of
1 mm. A syringe pump working at constant displacement was
connected to the tubing to feed the capillary.

Imaging of nanoparticles through porous media

Samples were imaged using a SP8 Leica inverted confocal
microscope equipped with a 40� immersion oil lens with
numerical aperture (NA) of 1.30. We acquired 6000 frames at
110 frames per second (fps) with a pixel size of 0.284 mm and
image size of 145.31 � 36.11 mm2. We took multiple movies of
each sample at nine different x–y locations within the bed, but
constant z position, at each of four flow rates (Q = 5, 10, 15, and
20 ml h�1). The x–y locations were kept constant at the different
flow rates.

Tracking of nanoparticles through porous media

A single particle tracking algorithm27 was applied to locate and
track nanoparticles over time. Particle trajectories were then
used to calculate the velocity of nanoparticles along and
transverse to the flow direction.

Characterization of pore and throat size of porous media

To visualize the bed structure, we suspended Rhodamine-B
solution (Wako Pure Chemical Industries, Ltd) in a mixture
of carbon disulfide (index of refraction n = 1.63) and ethanol
(n = 1.36). The fraction of each mixture component was selected
to match the refractive index of the soda lime (n = 1.52) or the
borosilicate (n = 1.56) glass beads. Fig. S1(a–c) (ESI†) shows
representative confocal micrographs of beds with bead dia-
meters of 5.4 mm, 10 mm, and 30 mm. We acquired 25–30 two-
dimensional images at different locations in the beds. The
images were then binarized to identify pores and particles.
First, 5000 points were randomly chosen inside the pore space.
Next, we created eight vectors at each point that were equally
spaced in the angular direction and expanded the vectors in
both negative and positive directions until they met the surface
of the particles. At a given point, we then summed the values
of the negative and positive vectors for each angular direction
to calculate the average chord length there. Similarly, the
minimum chord length was also calculated from the minimum
value of chord length at each point among all the angular
directions.40 Fig. S1(d–f) (ESI†) shows the probability distribu-
tion functions (PDFs) of the chord length and the minimum
chord length in porous media with bead diameters of 5.4 mm,
10 mm, and 30 mm. The distributions are best fit to a gamma

function, G lchordð Þ ¼ 1

baGðaÞl
a�1
chord exp �

lchord

b

� �
, where lchord is

the chord length, G(lchord) is the probability distribution
of the chord length, and a and b are fitting parameters.

Table 1 shows the porosity f, pore size (average chord length)
dpore = hlchordi, and confinement length (average minimum
chord length) lc = hlchord,mini of the porous media with different
bead diameters.

Rheology of hydrolyzed polyacrylamide solution

The viscosity of the HPAM solution was measured using an
ARES rheometer equipped with a double Couette geometry
(inner diameter of 32 mm and outer diameter of 34 mm). We
measured the (linear) elastic (G0(o)) and loss (G00(o)) moduli of the
HPAM solution as a function of frequency (o = 0.01–100 rad s�1) in
the linear viscoelastic regime and calculated the complex viscosity
Z*(o) = [G02(o) + G002(o)]1/2/o as a function of angular frequency. We
also measured the (nonlinear) viscosity as a function of shear rate,
Z(_g). The shear-thinning behavior of the viscosity is modeled using
a power law function, Z* = kon�1, where k = 0.62 and n = 0.36 are
fitting parameters. The polymer relaxation time, l E 15 s, is
extracted from the bulk rheology at low frequencies where the
viscosity approaches a constant value.
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